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CERTIFICATE OF ANALYSIS

Print Date 14/2/2023

System V-Bond 2595

Lot Number 221009

Date of Inspection 21/12/2022

Feature Unit Value Lower Limit Upper Limit

NCO content % 12,90 12,30 13,70

Viscosity at 20 oC mPa.sec 7421 5000 9000

General Appearance & Color PASS=1/FAIL=0 1

The specified values are the result of our limit inspection. They do not release our customers from the responsibility to conduct a proper incoming inspection.

Difference in color may appear and do not affect the properties or the performance of the final product. Therefore, color is not part of product specifications.

In this connection, no legitimate claims can be put forward.

Giannis Sgountzos

QUALITY CONTROL MANAGER
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Upper Limit
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